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Situation Professionnelle : 

Maître de Conférences, rattachée à l’équipe P-2AM (Propriétés – Architecture des Alliages et Mélanges) du Conservatoire National des Arts et Métiers, 33ième section

Adresse :

CNAM – Laboratoire de Matériaux Industriels Polymères 292, rue Saint Martin– 75141 Paris Cedex 03 
Tél. : 01 40 27 24 01 ;
Fax : 01 40 27 20 51 ;
Courriel : cyrille.sollogoub@cnam.fr
Thèmes de recherche :

- Structuration de mélanges de polymères en vue de l’obtention de propriétés spécifiques : propriétés barrière aux gaz, propriétés de renfort mécanique, de tenue thermique ; lien structure / propriétés / mise en œuvre

- Polymères nanocomposites, procédés de coextrusion microcouche

- Elaboration, fabrication et caractérisation de membranes à base de mélange de polymères ou de polymères chargés pour utilisations électrochimiques (piles à combustibles, électrolyseurs, …)
- Recyclage des polymères par voie de mélange
Enseignement :

Cours Thermorhéologie et mise en œuvre des polymères – niveau Master 2 (CNAM)
Cours Introduction aux polymères – niveau Licence (CNAM)

Cours Mélanges de polymères – niveau Master (CNAM)

Cours d’Introduction à la modélisation et la simulation numérique des procédés de mise en œuvre - Master Matériaux et Management –ESIEE Management, CNAM, Université d'Orsay, Ecole des Mines de Paris, Université de Nice- Sophia Antipolis

Cursus : 

2007
Nommé Maître de Conférences à la Chaire de Matériaux Industriels Polymères – CNAM Paris
2006
Post doc à la Chaire de Matériaux Industriels polymères – CNAM Paris
2005
ATER à la Chaire de Matériaux Industriels Polymères – CNAM Paris
2003
Doctorat « Sciences et Génie des Matériaux » 

École Nationale Supérieure des Mines de Paris – CEMEF, Sophia-Antipolis (06)

Mention très honorable avec les félicitations du jury.
Directeurs de thèse : Jean-François Agassant et Yves Demay
2000
Mastère Spécialisé « Mise en forme des Matériaux »

École Nationale Supérieure des Mines de Paris – CEMEF, Sophia-Antipolis (06)
1999
DEA « Sciences des Matériaux »


Universités Paris VI, Paris VII, Paris XI, Ecole Polytechnique, Ecole Centrale de Paris, ESPCI 
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International Polymer Processing, XX (2), 136-148, (2005)

3- C. Sollogoub, Y. Demay, J.F. Agassant
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Evolution of Coextruded Structures in Static Mixers

AIP Conf. Proc., Vol. 907, pp. 975-979 (2007) - 10th ESAFORM conference on material forming 
doi:10.1063/1.2729640
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Thermomechanical analysis and modelling of the extrusion coating process

Polymer Engineering and Science, Vol.48, pp. 1634-1648 (2008)
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Formation and characterization of crosslinked membranes for alkaline fuel cells

Journal of Membrane Science, 335, pp. 37-42 (2009) 

doi:10.1016/j.memsci.2009.02.027
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Thermomechanical properties of ABS/PA and ABS/PC blends

Int J Mater Form Vol. 2 Suppl 1:701–704 (2009)
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8- C. Sollogoub, A. Guinault,

Evolution of polymer blend morphologies during extrusion in a flat die

Int. J Mater Form Vol. 2 Suppl 1:705–708 (2009)
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9- A. Guinault, C. Sollogoub, S. Domenek, A. Grandmontagne and V. Ducruet

Influence of crystallinity on gas barrier and mechanical properties of PLA food packaging films

Int. J Mater Form, Vol. 3 Suppl 1: 603-606 (2010)
doi: 10.1007/s12289-010-0842-9

10- N. Tri Phuong, C. Sollogoub, A. Guinault

Relationship between fiber chemical treatment and properties of recycled pp/bamboo fiber composites

Journal of Reinforced Plastics and Composites, Vol. 29, pp. 3244-3256 (2010)

doi: 10.1177/0731684410370905

11- C. Sollogoub, P. Montmitonet, Y. Demay, J.F. Agassant, P. Deparis

Origin of the bubble defect in the extrusion coating process

Polymer Engineering and Science, Vol.51, pp. 347–357 (2011)

doi: 10.1002/pen

12- C. Sollogoub, A. Grandmontagne, A. Guinault

Instabilities in a Layer-Multiplying Device

AIP Conference Proceedings, Vol. 1315, pp. 1267-1272 (2011) - AMPT2010

doi: 10.1063/1.3552358

13- N. Tri Phuong, A. Guinault, C. Sollogoub
Miscibility and Morphology of Poly(lactic ACID)/POLY(Β-HYDROXYBUTYRATE) Blends

AIP Conference Proceedings, Vol. 1315, pp. 173-178 (2011) - AMPT2010

doi: 10.1063/1.3552436

14- W.Mabrouk, L. Ogier, J. F. Fauvarque, F. Matoussi, C. Sollogoub, M. Dachraoui, S. Vidal

Preparation of new proton exchange membranes using sulfonated poly(ether sulfone) modified by octylamine (SPESOS)

Materials Chemistry and Physics, Accepted march 2011

doi: 10.1016/j.matchemphys.2011.03.031

15- W. Mabrouk, L. Ogier, S. Vidal, C. Sollogoub, F. Matoussi, M. Dachraoui, J. F. Fauvarque

Synthesis and Characterization of Polymer Blends of Sulfonated Polyethersulfone and Sulfonated Polyethersulfone Octylsulfonamide for PEMFC Applications

Fuel Cells - submitted
Communications orales :
2007

- C. Sollogoub, A. Guinault, M. Pedros

“Evolution of coextruded structures in static mixers”

10th ESAFORM Conference, Zaragoza, Spain, April 18-20 (2007) 

2009

- C. Sollogoub, A. Guinault

Evolution of Polymer blend morphologies during extrusion in a flat die 

12th ESAFORM Conference, Twente, The Netherlands, April 27-29 (2009) 

- A. Guinault, C. Sollogoub

Thermomechanical properties of ABS/PA and ABS/PC blends

12th ESAFORM Conference, Twente, The Netherlands, April 27-29 (2009) 

- G. Colomines, V. Ducruet, C. Sollogoub, A. Guinault

Influence of the recrystallization conditions on the crystallinity and barrier properties of polylactide acid (PLA) food packaging films

2nd congrès BIOPOL, Alicante, September (2009)

- W. Mabrouk, L. Ogier, J.F. Fauvarque, J.Y. Sanchez, F. Matoussi, C. Sollogoub, M. Dachraoui, S. Vidal, 

Synthesis of new (sulfonated polyethersulfone octylsulfonamide) membranes used in proton exchange membrane fuel cell (PEMFC) 

The 2nd Maghreb Conference on Desalination and Water Treatment – CMTDE 2009, Hammamet, Tunisie, December 18-21 (2009) 

2010

- A. Guinault, R. Salazar, G. Colomines, S. Domenek, C. Sollogoub, V. Ducruet

PLA/PHB blends: characterization of their compatibility

MATBIM 2010, Paris, France, March 3-5 (2010)

- A.Guinault, C. Sollogoub, S. Domenek, A. Grandmontagne, V. Ducruet

Influence of crystallinity on gas barrier and mechanical properties of PLA food packaging films

13th ESAFORM Conference, Brescia, Italy, April 7-9 (2010)

- C. Sollogoub, G. Palissat, G. Lepinasse, J.F. Fauvarque

Membranes conductrices protoniques à base de PESS et silice

Matériaux 2010, 18-22 octobre, Nantes, France 

- P. Nguyen Tri, C. Sollogoub, A. Guinault

Elaboration et propriétés du  polypropylène recyclé renforcé par des fibres de bambou

Matériaux 2010, 18-22 octobre, Nantes, France 

- P. Nguyen Tri, C. Sollogoub, A. Guinault

Miscibility and crystallization behaviour of Poly(D-lactic) acid/poly(β-hydroxybutyrate)/talc blends

AMPT 2010, Oct. 24-27, 2010, Paris, France 

- C. Sollogoub, A. Grandmontagne, A. Guinault
Instabilities in a Layer-Multiplying Device

AMPT 2010, Oct. 24-27, 2010, Paris, France 

- W. Mabrouk, L. Ogier, S. Vidal, J.F. Fauvarque, C. Sollogoub, F. Matoussi, M. Dachraoui

Synthesis and characterization of polymer blends of sulfonated polyethersulfone and sulfonated polether sulfone octylsulfonamide for polymer exchange membrane fuel cell application.

ICHE’10, Hammamet, Tunisie, May 9-11 (2010)

- J.F. Fauvarque, C. Sollogoub, G. Lepinasse, G. Palissat, A. Mofakhami, F. Mofakhami, C. Van Gastel

A new protonic conductivity material  activated Boron Nitride. Incorporation in polymer matrices for water electrolyses and fuel cells.

Second Carisma Conference, Progress 2010 MEA, La Grande Motte, France, September 19-22 (2010)

- J.F. Fauvarque, C. Sollogoub, G. Lepinasse, G. Palissat, A. Mofakhami, F. Mofakhami, C. Van Gastel

A new protonic conductivity material: activated Boron Nitride. Incorporation in polymer matrices for water electrolyses and fuel cells.

The 61st Annual Meeting of the International Society of Electrochemistry (ISE), Nice, France September 26th - October 1st (2010)
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- W. Mabrouk, L. Ogier, S. Vidal, C. Sollogoub, F. Matoussi, M. Dachraoui, J.F. Fauvarque

Synthesis and characterization of polymer blends of modified sulfonated polyethersulfone for PEMFC application.

FDFC 2011, Fundamentals and Developments of Fuel Cells, Grenoble, France, 19-21 janvier (2011)

- C. Sollogoub, A. Grandmontagne, A. Guinault

Microlayer coextrusion process as a way to improve thermomechanical properties of ABS/PC blends

14th ESAFORM Conference, Belfast, Northern Ireland, UK, April 27-29 (2011)

- N. Tri Phuong, B. Chuong, A. Guinault, C. Sollogoub

Morphology and properties of recycled polypropylene/bamboo   fibers composites

14th ESAFORM Conference, Belfast, Northern Ireland, UK, April 27-29 (2011)

- A. Guinault, G.H. Menary, C.Courgneau, D. Griffith, V. Ducruet, V.Miri, C. Sollogoub

The effect of the stretching of PLA extruded films on their crystallinity and gas barrier properties

14th ESAFORM Conference, Belfast, Northern Ireland, UK, April 27-29 (2011)

- F.Omnes, A.Guinault, C.Sollogoub
Lamellar Morphology in Single Screw Extrusion

27th PPS Conference, Marrakech, Morroco, May 9-14 (2011)
